Analytical methods:
The initial identification of microtextures and mineral phases was performed using a JEOL JSM-IT210 scanning electron microscope equipped with back-scattered electron (BSE), hybrid secondary electron–cathodoluminescence (SE–CL) and energy-dispersive spectroscopy (EDS) detectors. Analyses were conducted at an accelerating voltage of 20 kV, at the Department of Mineralogy, Petrology and Economic Geology, Faculty of Natural Sciences, Comenius University in Bratislava, Slovakia. 
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